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Analytical
UV Absorbance Journal AOAC Vol 45 No. 1 1962, Meets 21 CFR 1783620(b)

Wavelength(nm) Maximum Absorbance Obtained per Maximum absorbance per
Centimeter Optical Pathlength centimeter optical pathlength,
Per 21 CFR 178.3620
280 to 289 0.155 4.0
290 to 299 0.104 3.3
300 to 329 0.072 2.3
330 to 350 0.014 0.8

1715133-A: Amended to reflect the criteria of 21 CFR 178.3620 (9/29/2017).

Page 1 of 2

This report is rendered upon the condition that it is not to be reproduced wholly or in part for advertising or other purposes over our signature or in
connection with our name without special permission in writing. Our letters and reports apply to the samples tested and are not necessarily indicative of the

qualities of apparently identical or similar products. Samples not destroyed in testing will be held a maximum of 30 days. To provide feedback to UL please



