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Lot # N/A

Inventory ID
Client Reference 

618095  
Onbix Corporation 

UPC

ResultsMethodTest 

Analytical 

Meets 21 CFR 178.3620(b)Journal AOAC Vol 45 No. 1 1962, 
modified per 21 CFR 178.3620(b) 

UV Absorbance 
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Wavelength(nm) Maximum Absorbance Obtained per 
Centimeter Optical Pathlength 

Maximum absorbance per 
centimeter optical pathlength, 

Per 21 CFR 178.3620
280 to 289 0.144 4.0 
290 to 299 0.098 3.3 
300 to 329 0.069 2.3 
330 to 350 0.014 0.8 

 

*Amended to reflect the criteria of 21 CFR 178.3620 

 


